'@ PRICE LIST 2013
@ ) factoria

. Technological Services for the Characterisation of Polycrystalline Materials and Texture Analysis
de CRISTALIZACION

Price CSIC-UGR (€) Price PRIs (€)

SERVICE Standard Price* (€)

(75% discount) (50% discount)

Quality Rietveld For each hour of data collection
. . . 13 26 52
diffractogram (includes sample preparation)
Diffractogram For each hour of data collection
. . . 10 20 40
data collection (includes sample preparation)
Grazing Angle For each hour of data collection
. . 10 20 40
Measurement (includes sample preparation)
Qualitative Sample preparation
Analvsis Complete data collection 26 52 106
4 Phase identification
Quantitative Sample preparation
. Complete data collection 75 150 300
Analysis s .
Quantitative analysis
Slze-Str?m Determination of the crystallite size 75 150 300
Analysis
Texture Data collection for texture analysis 12 24 48
Analysis For each hour of data collection
D llection f idual
Residual Stress ata C.O ection for residual stress
Analvsis analysis 12 24 48
¥ For each hour of data collection

*VAT not included.




